
 

 
Terracon Consultants, Inc .      11600 Li lburn Park Road     St. Louis, Missouri 63146 

P  (314) 692 8811     F  (314) 692 8810     terracon.com  

 

September 1, 2016 
 
Ms. Michelle Long 
Regions Financial Corporation 
250 Riverchase Parkway, Suite 600 
Birmingham, Alabama 35244 
 
Re: Asbestos Survey Update 
 Site Name: Peoria RDT  
 Cost Center No.: RFC025621 
 210 Northeast Madison 
 Peoria, Illinois 
 Terracon Project No. 1516P079 
 

Dear Ms. Long: 

 

Terracon Consultants, Inc. (Terracon) is pleased to present the results of the asbestos survey 

update of the Peoria remote drive through (RDT) branch located at the address above. The 

asbestos survey update inspection was conducted on August 26, 2016 by an Asbestos Hazard 

Emergency Response Act (AHERA)-accredited building inspector in general accordance with our 

Task Order dated May 23, 2016 and the Master Services Agreement dated August 12, 2011. 

 

A previous asbestos survey was conducted in October 2008 (Terracon Project No. 15089600-

025621) by Terracon. Asbestos was identified in the samples collected and analyzed during that 

survey. Per Regions’ Corporate Asbestos Operations & Maintenance (O&M) Plan, a re-

assessment was required.   

 

During the August 26, 2016 walkthrough, new suspect materials were observed and sampled. 

Asbestos-containing materials (ACM) identified in the October 2008 survey were observed to be 

present in the branch, with the exception of the white vinyl floor tile in the restroom of unit 210. It 

appeared to be replaced with a new grayish tan vinyl floor tile and mastic. The remaining 

materials were observed to be in good condition. The date of removal of the non-ACM white vinyl 

floor tile and mastic in the bathroom is unknown. 

 

New materials identified and sampled include grayish tan 12” x 12” vinyl floor tile & associated 

mastic, cove base mastic, exterior door and window caulk, and expansion joint caulk. Asbestos 

was detected in the expansion joint exterior caulk samples collected and analyzed for this project. 

  





ATTACHMENT A 

 

ABESTOS SAMPLE SUMMARY 

PEORIA RDT 

210 NORTHEAST MADISON 

Peoria, Illinois 

 

Terracon Project No. 1516P079 

 

HA Sample No. Description Sample 

Location 

Quantity Asbestos 

Content 

20 

20-FT2-58 
Grayish tan 12” x 12” VFT 

& mastic 
210 - bathroom 30 square feet None Detected 

20-FT2-59 
Grayish tan 12” x 12” VFT 

& mastic 
210 - bathroom 30 square feet None Detected 

20-FT2-60 
Grayish tan 12” x 12” VFT 

& mastic 
210 - bathroom 30 square feet None Detected 

21 

21-MG3-61 Cove base mastic 210 – throughout 500 linear feet None Detected 

21-MG3-62 Cove base mastic 210 – throughout 500 linear feet None Detected 

21-MG3-63 Cove base mastic 210 – throughout 500 linear feet None Detected 

22 

22-CA1-64 Exterior caulk 
Exterior doors & 

windows 
200 linear feet None Detected 

22-CA1-65 Exterior caulk 
Exterior doors & 

windows 
200 linear feet None Detected 

22-CA1-66 Exterior caulk 
Exterior doors & 

windows 
200 linear feet 2% Chrysotile 

23 

23-CA5-67 Expansion joint caulk 
Exterior 

expansion joints 
20 linear feet 2% Chrysotile 

23-CA5-68 Expansion joint caulk 
Exterior 

expansion joints 
20 linear feet 2% Chrysotile 

23-CA5-69 Expansion joint caulk 
Exterior 

expansion joints 
20 linear feet None Detected 



 

 

 

 

ATTACHMENT B 

 

ASBESTOS ANALYTICAL LABORATORY DATA 

 



PLM Summary Report

Client :

Project :

Project # :

Identification :

Test Method :

Terracon - St. Louis

Regions Peoria

1516PO79

Asbestos, Bulk Sample Analysis

Sample Number Client Sample Description / Location Asbestos Content

Sample Date :

On 8/29/2016, twelve (12) bulk material samples were submitted by Eric A. Schatz of Terracon - St. Louis for asbestos analysis by PLM/DS. The PLM 

Detail Report is attached; additional information may be found therein. The results are summarized below:

Page 1 of  2

Lab Job No. :

Report Date :

16B-11176

08/26/2016

08/29/2016

NVLAP Lab Code 102056-0

TDSHS License No. 30-0084

Polarized Light Microscopy / Dispersion Staining (PLM/DS)

EPA Method 600 / R-93 / 116

2051 Valley View Lane

Farmers Branch, TX 75234  Phone: (972) 241-8460

20-FT2-58  12 x 12 Vinyl Floor Tile (Grey / Tan) and Mastic,  210 

Restroom   

None Detected - Floor Tile

None Detected - Yellow Mastic

None Detected - Leveling Compound

20-FT2-59  12 x 12 Vinyl Floor Tile (Grey / Tan) and Mastic,  210 

Restroom   

None Detected - Floor Tile

None Detected - Yellow Mastic

None Detected - Leveling Compound

20-FT2-60  12 x 12 Vinyl Floor Tile (Grey / Tan) and Mastic,  210 

Restroom   

None Detected - Floor Tile

None Detected - Yellow Mastic

None Detected - Leveling Compound

21-MG3-61  Cove Base Mastic,  210 - Throughout   None Detected - Cove Base

None Detected - Yellow Mastic

21-MG3-62  Cove Base Mastic,  210 - Throughout   None Detected - Cove Base

None Detected - Yellow Mastic

21-MG3-63  Cove Base Mastic,  210 - Throughout   None Detected - Cove Base

None Detected - Yellow Mastic

22-CA1-64  Exterior Caulk,  Exterior   None Detected - Black Caulking

22-CA1-65  Exterior Caulk,  Exterior   None Detected - White Caulking

22-CA1-66  Exterior Caulk,  Exterior   2% Chrysotile - Grey Caulking

23-CA5-67  Expansion Joint Caulk,  Exterior   2% Chrysotile - Tan Caulking

None Detected - White Caulking

23-CA5-68  Expansion Joint Caulk,  Exterior   2% Chrysotile - Tan Caulking

None Detected - White Caulking

23-CA5-69  Expansion Joint Caulk,  Exterior   None Detected - Grey Caulking

None Detected - White Caulking



PLM Summary Report

Client :

Project :

Project # :

Identification :

Test Method :

Terracon - St. Louis

Regions Peoria

1516PO79

Asbestos, Bulk Sample Analysis

Sample Number Client Sample Description / Location Asbestos Content

Sample Date :

On 8/29/2016, twelve (12) bulk material samples were submitted by Eric A. Schatz of Terracon - St. Louis for asbestos analysis by PLM/DS. The PLM 

Detail Report is attached; additional information may be found therein. The results are summarized below:

Page 2 of  2

Lab Job No. :

Report Date :

16B-11176

08/26/2016

08/29/2016

NVLAP Lab Code 102056-0

TDSHS License No. 30-0084

Polarized Light Microscopy / Dispersion Staining (PLM/DS)

EPA Method 600 / R-93 / 116

2051 Valley View Lane

Farmers Branch, TX 75234  Phone: (972) 241-8460

Debra O'SullivanAnalyst(s):

Lab Director : Bruce Crabb Approved Signatory :

Thank you for choosing Moody Labs

Lab Manager : Heather Lopez Approved Signatory :

These samples were analyzed by layers. Quantification, unless otherwise noted, is performed by calibrated visual 

estimate. The test report shall not be reproduced, except in full, without written approval of the laboratory.  The results 

relate only to the items tested. These test results do not imply endorsement by NVLAP or any agency of the U.S. 

Government. Accredited by the National Voluntary Laboratory Accreditation Program for Bulk Asbestos Fiber Analysis 

under Lab Code 102056-0.



PLM Detail Report

Project # : 1516PO79

Page 1 of 2

Sample Number Layer Components
% Of 

Sample

Analysis 

Date

% of 

Layer
Analyst

Supplement to PLM Summary Report

Client :

Project :

Terracon - St. Louis

Regions Peoria

Lab Job No. :

Report Date :

16B-11176

08/29/2016

2051 Valley View Lane

Farmers Branch, TX 75234  Phone: (972) 241-8460

Moody Labs NVLAP Lab Code 102056-0

TDSHS License No. 30-0084

Calcite / Vinyl Binders20-FT2-58 Floor Tile (Grey) 98% 08/29100% DO

Glue Binders20-FT2-58 Yellow Mastic (Yellow) 1% 08/29100% DO

Calcite / Binders20-FT2-58 Leveling Compound (Grey) 1% 08/29100% DO

Calcite / Vinyl Binders20-FT2-59 Floor Tile (Grey) 98% 08/29100% DO

Glue Binders20-FT2-59 Yellow Mastic (Yellow) 1% 08/29100% DO

Calcite / Binders20-FT2-59 Leveling Compound (Grey) 1% 08/29100% DO

Calcite / Vinyl Binders20-FT2-60 Floor Tile (Grey) 99% 08/29100% DO

Glue Binders20-FT2-60 Yellow Mastic (Yellow) 1% 08/29100% DO

Calcite / Binders20-FT2-60 Leveling Compound (Grey) <1% 08/29100% DO

Calcite / Vinyl Binders21-MG3-61 Cove Base (Black) 97% 08/29100% DO

Calcite21-MG3-61 Yellow Mastic (Yellow) 3% 08/2940% DO

Glue Binders21-MG3-61 Yellow Mastic (Yellow) 3% 08/2960% DO

Calcite / Vinyl Binders21-MG3-62 Cove Base (Grey) 95% 08/29100% DO

Glue Binders21-MG3-62 Yellow Mastic (Yellow) 5% 08/29100% DO

Calcite / Vinyl Binders21-MG3-63 Cove Base (Grey) 95% 08/29100% DO

Glue Binders21-MG3-63 Yellow Mastic (Yellow) 5% 08/29100% DO

Binders / Fillers22-CA1-64 Black Caulking (Black) 100% 08/29100% DO

Calcite22-CA1-65 White Caulking (White) 100% 08/2950% DO

Binders / Fillers22-CA1-65 White Caulking (White) 100% 08/2950% DO

Chrysotile22-CA1-66 Grey Caulking (Grey) 100% 08/292% DO

Calcite22-CA1-66 Grey Caulking (Grey) 100% 08/2938% DO

Binders / Fillers22-CA1-66 Grey Caulking (Grey) 100% 08/2960% DO

Chrysotile23-CA5-67 Tan Caulking (Tan) 15% 08/292% DO

Talc Fibers23-CA5-67 Tan Caulking (Tan) 15% 08/293% DO

Calcite23-CA5-67 Tan Caulking (Tan) 15% 08/2945% DO

Binders / Fillers23-CA5-67 Tan Caulking (Tan) 15% 08/2950% DO

Calcite23-CA5-67 White Caulking (White) 85% 08/2950% DO

Binders / Fillers23-CA5-67 White Caulking (White) 85% 08/2950% DO



PLM Detail Report

Project # : 1516PO79

Page 2 of 2

Sample Number Layer Components
% Of 

Sample

Analysis 

Date

% of 

Layer
Analyst

Supplement to PLM Summary Report

Client :

Project :

Terracon - St. Louis

Regions Peoria

Lab Job No. :

Report Date :

16B-11176

08/29/2016

2051 Valley View Lane

Farmers Branch, TX 75234  Phone: (972) 241-8460

Moody Labs NVLAP Lab Code 102056-0

TDSHS License No. 30-0084

Chrysotile23-CA5-68 Tan Caulking (Tan) 15% 08/292% DO

Talc Fibers23-CA5-68 Tan Caulking (Tan) 15% 08/293% DO

Calcite23-CA5-68 Tan Caulking (Tan) 15% 08/2945% DO

Binders / Fillers23-CA5-68 Tan Caulking (Tan) 15% 08/2950% DO

Calcite23-CA5-68 White Caulking (White) 85% 08/2950% DO

Binders / Fillers23-CA5-68 White Caulking (White) 85% 08/2950% DO

Binders / Fillers23-CA5-69 Grey Caulking (Grey) 50% 08/29100% DO

Calcite23-CA5-69 White Caulking (White) 50% 08/2950% DO

Binders / Fillers23-CA5-69 White Caulking (White) 50% 08/2950% DO





 

 

 

ATTACHMENT C 

 

CERTIFICATIONS 

 

 

 





 

 

ATTACHMENT D 

 

PHOTOGRAPHS 

 

 

 

 

 

 

 

 



  
 Project No. 1516P079 

 

 

View of subject site. 

 

 View to non-asbestos containing gray/tan 12” x 12” VFT & mastic (Unit 210 
Bathroom).



  
 Project No. 1516P079 

 

 

View of non-asbestos containing cove base mastic (Unit 210). 

 

 

View of asbestos containing exterior window and door caulk. 



  
 Project No. 1516P079 

 

 

View of asbestos containing expansion joint caulk.  




