


ATTACHMENT A

ABESTOS SAMPLE SUMMARY
ALBANY MAIN

333 WEST BROAD STREET
ALBANY, GEORGIA

Terracon Project No. 4916P080

HA Sample No. Description Sample Location

1
1-1 Pipe mastic, white Mechanical room
1-2 Pipe mastic, white Mechanical room
1-3 Pipe mastic, white Mechanical room

2
2-1 12”x12” floor tile, white with black spots 3rd floor storage closet
2-2 12”x12” floor tile, white with black spots 3rd floor storage closet
2-3 12”x12” floor tile, white with black spots 3rd floor storage closet



ATTACHMENT B

ASBESTOS ANALYTICAL LABORATORY DATA



PLM Summary Report

Client :

Project :

Project # :

Identification :

Test Method :

Terracon - Lawrenceville, GA

Regions Albany Main

4916P080

Asbestos, Bulk Sample Analysis

Sample Number Client Sample Description / Location Asbestos Content

Sample Date :

On 6/30/2016, six (6) bulk material samples were submitted by David DeSavigny of Terracon - Lawrenceville, GA for asbestos analysis by PLM/DS. The 

PLM Detail Report is attached; additional information may be found therein. The results are summarized below:

Page 1 of  1

Lab Job No. :

Report Date :

16B-08230

06/24/2016

07/01/2016

NVLAP Lab Code 102056-0

TDSHS License No. 30-0084

Polarized Light Microscopy / Dispersion Staining (PLM/DS)

EPA Method 600 / R-93 / 116

2051 Valley View Lane

Farmers Branch, TX 75234  Phone: (972) 241-8460

1-1  Pipe Mastic (White)   None Detected - Thermal Insulation

None Detected - White Mastic

1-2  Pipe Mastic (White)   None Detected - Thermal Insulation

None Detected - White Mastic

1-3  Pipe Mastic (White)   None Detected - Thermal Insulation

None Detected - Paper / Foil Wrap

None Detected - White Mastic

2-1  12" x 12" Floor Tile (White with Black Spots)   None Detected - Floor Tile

None Detected - Yellow Mastic

2-2  12" x 12" Floor Tile (White with Black Spots)   None Detected - Floor Tile

None Detected - Yellow Mastic

2-3  12" x 12" Floor Tile (White with Black Spots)   None Detected - Floor Tile

None Detected - Yellow Mastic

Kirsten TyeAnalyst(s):

Lab Director : Bruce Crabb Approved Signatory :

Thank you for choosing Moody Labs

Lab Manager : Heather Lopez Approved Signatory :

These samples were analyzed by layers. Quantification, unless otherwise noted, is performed by calibrated visual 

estimate. The test report shall not be reproduced, except in full, without written approval of the laboratory.  The results 

relate only to the items tested. These test results do not imply endorsement by NVLAP or any agency of the U.S. 

Government. Accredited by the National Voluntary Laboratory Accreditation Program for Bulk Asbestos Fiber Analysis 

under Lab Code 102056-0.
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PLM Detail Report

Project # : 4916P080

Page 1 of 1

Sample Number Layer Components
% Of 

Sample

Analysis 

Date

% of 

Layer
Analyst

Supplement to PLM Summary Report

Client :

Project :

Terracon - Lawrenceville, GA

Regions Albany Main

Lab Job No. :

Report Date :

16B-08230

07/01/2016

2051 Valley View Lane

Farmers Branch, TX 75234  Phone: (972) 241-8460

Moody Labs NVLAP Lab Code 102056-0

TDSHS License No. 30-0084

Mineral Wool Fibers1-1 Thermal Insulation (Yellow) 65% 07/0195% KT

Resin Binders1-1 Thermal Insulation (Yellow) 65% 07/015% KT

Cellulose Fibers1-1 White Mastic (Off-White) 35% 07/012% KT

Wollastonite1-1 White Mastic (Off-White) 35% 07/015% KT

Binders / Fillers1-1 White Mastic (Off-White) 35% 07/0193% KT

Mineral Wool Fibers1-2 Thermal Insulation (Yellow) 65% 07/0195% KT

Resin Binders1-2 Thermal Insulation (Yellow) 65% 07/015% KT

Cellulose Fibers1-2 White Mastic (Off-White) 35% 07/012% KT

Wollastonite1-2 White Mastic (Off-White) 35% 07/015% KT

Binders / Fillers1-2 White Mastic (Off-White) 35% 07/0193% KT

Mineral Wool Fibers1-3 Thermal Insulation (Yellow) 80% 07/0195% KT

Resin Binders1-3 Thermal Insulation (Yellow) 80% 07/015% KT

Cellulose Fibers1-3 Paper / Foil Wrap (White / Silver) 5% 07/0160% KT

Glass Wool Fibers1-3 Paper / Foil Wrap (White / Silver) 5% 07/0120% KT

Metal Foil1-3 Paper / Foil Wrap (White / Silver) 5% 07/0120% KT

Cellulose Fibers1-3 White Mastic (Off-White) 15% 07/012% KT

Wollastonite1-3 White Mastic (Off-White) 15% 07/015% KT

Binders / Fillers1-3 White Mastic (Off-White) 15% 07/0193% KT

Calcite / Vinyl Binders2-1 Floor Tile (Light Beige) 99% 07/01100% KT

Glue Binders2-1 Yellow Mastic (Yellow) 1% 07/01100% KT

Calcite / Vinyl Binders2-2 Floor Tile (Light Beige) 100% 07/01100% KT

Glue Binders2-2 Yellow Mastic (Yellow) <1% 07/01100% KT

Calcite / Vinyl Binders2-3 Floor Tile (Light Beige) 98% 07/01100% KT

Glue Binders2-3 Yellow Mastic (Yellow) 2% 07/01100% KT





ATTACHMENT C

CERTIFICATIONS




